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State of Louisiana 
Department of Transportation and Development 

 
Qualified Products List 71 

 

QUALIFIED REINFORCING STEEL MILLS 
 

Plain/Deformed – Bar Sizes English Plain Bar SMM Material Code Deformed SMM Material Code 

Grade 40 - #3 1009M00010 1009M00160 

Grade 40 -  #4 1009M00020 1009M00170 

Grade 40 - #5 1009M00030 1009M00180 

Grade 40 - #6 1009M00040 1009M00190 

Grade 60 - #3 1009M00050 1009M00200 

Grade 60 - #4 1009M00060 1009M00210 

Grade 60 - #5 1009M00070 1009M00220 

Grade 60 - #6 1009M00080 1009M00230 

Grade 60 - #7 1009M00090 1009M00240 

Grade 60 – #8 1009M00100 1009M00260 

Grade 60 - #9 1009M00110 1009M00270 

Grade 60 - #10 1009M00120 1009M00280 

Grade 60 - #11 1009M00130 1009M00290 

Grade 60 - #14 1009M00140 1009M00300 

Grade 60 - #18 1009M00150 1009M00310 

 
 

PRODUCT 
SOURCE 
CODE 

APPROVED 
BAR SIZES 
English  (Metric) SOURCE 

 
BAR 
IDENTIFICATION 

7132 Nos. 4 – 11 
(Nos. 13 – 36) 

CMC Steel Arizona 
11444 E. Germann Road 
Mesa, AZ  85212 
SMM: APS00011750 

 

 

7133 Nos. 5 – 6 
(Nos. 16 – 19) 

CMC Steel Arkansas 
P. O. Box 1147 
Magnolia, AR  71754 
SMM: APS00000810 

 

 

7129 Nos. 3 - 18 
(Nos. 10 - 57) 

CMC Steel South Carolina 
P. O. Box 2005 
310 New State Road 
Cayce-West Columbia, SC 
29033 
SMM: APS00000820 
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PRODUCT 
SOURCE 
CODE 

APPROVED 
BAR SIZES 
English  (Metric) SOURCE 

 
BAR 
IDENTIFICATION 

7124 Nos. 3 - 11 
(Nos. 10 - 36) 

CMC Steel Texas 
P. O. Box 911 
Seguin, TX 78156 
SMM: APS00000830  

7112 Nos. 3 - 11 
(Nos. 10 - 36) 

Gerdau  
(Jacksonville Mill) 
P. O. Box 518 
Baldwin, FL 32234 
SMM: APS00000840 

 

 

7109 Nos. 4 – 9  
(Nos. 13 - 29) 

Gerdau 
(Charlotte Mill) 
6601 Lakeview Road 
Charlotte, NC 28269 
SMM: APS00000885  

 

7111 Nos. 14, 18  
(Nos. 43, 57) 

Gerdau  
(Jackson Mill) 
P. O. Box 3670 
Jackson, TN 38303 
SMM: APS00000860  

 

7110 Nos. 4 – 11  
(Nos. 13 - 36) 

Gerdau  
(Knoxville Mill) 
P. O. Box 51236 
Knoxville, TN 37950 
SMM: APS00000870 

 

 

7119 Nos. 3 – 11  
(Nos. 10 - 36) 

Gerdau  
(Sayreville Mill) 
1 Crossman Road North 
Sayreville, NJ 08872 
SMM: APS00000890 

 

 

7125 Nos. 3 – 5  
(Nos. 10 - 16) 

Gerdau 
(Beaumont Mill) 
100 Old Hwy 90 W 
Vidor, TX 77662 
SMM: APS00000910 
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PRODUCT 
SOURCE 
CODE 

APPROVED 
BAR SIZES 
English  (Metric) SOURCE 

 
BAR 
IDENTIFICATION 

7127 Nos. 3 – 11  
(Nos. 10 - 36) 

Gerdau  
(Midlothian Mill) 
300 Ward Road 
Midlothian, TX 76065 
SMM: APS00000800 

 
 

7131 Nos. 4 – 11  
(Nos. 13 - 36) 

Gerdau  
(St. Paul Mill) 
1678 Red Rock Road 
St. Paul, MN 55119 
SMM: APS00000930 

 

 

7128 Nos. 3 – 5  
(Nos. 10 - 16) 

Mid America Steel 
P. O. Box 296 
Madill, OK 73446 
SMM: APS00000920 

 

 

7117 Nos. 4 – 9  
(Nos. 13 - 29) 
Nos. 10, 11  
(No. 32, 36) 

Nucor Steel 
P. O. Box 126 
Jewett, TX 75846 
SMM: APS00000940 

 

 

7102 Nos. 3 – 11  
(Nos. 10 - 36) 

Nucor Steel Birmingham, Inc. 
P. O. Box 2764 
Birmingham, AL 35202 
SMM: APS00000950 

 

 

7101 Nos. 3 – 11  
(Nos. 10 - 36) 

Nucor Steel Jackson, Inc. 
P. O. Box 97449 
Jackson, MS 39288 
SMM: APS00000960  

 

7106 Nos. 4 – 11  
(Nos. 13 - 36) 

Nucor Steel Kankakee, Inc. 
972 E. 4500 North Road 
Bourbonnais, IL 60914 
SMM: APS00000970  

 

7114 Nos. 3 – 5  
(Nos. 10 - 16) 

Evraz Rocky Mountain Steel  
1612 E. Abrienda Avenue 
Pueblo, CO 81004 
SMM: APS00000980 
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REFERENCE: 
 
DOTD Standard Specifications, Supplemental Specifications, and Special Provisions, Subsection 1009.01(a) 

 
 

NOTE:  For further bar identification, consult the latest version of the Manual of Standard Practice, Concrete Reinforcing 
Steel Institute (CRSI), "U. S. Manufacturers of Concrete Reinforcing Bars". 
 
The Department must be notified in writing of any change in production process.  Significant changes may require 
requalification of the mill. 
 
No information contained in this list is to be used for promotional purposes. 


